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The following sample(s) was/were submitted and identified by/on behalf of the applicant as :

Sam pleDes cription

Sam pleSu bm itted B y

Test Report
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E P-5900G RE E N

Test Requested

N o.:CY/2018/80054 Date:2018/08/09

2018/08/01

As s pecifiedby client,to tes t M igration ofheav y m etals in thes u bm itted
s am ple(s ).

2018/08/01T O 2018/08/09
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:

Result

No.1

5 n.d.

2.5 n.d.

10 n.d.

5 n.d.

5 n.d.

5 n.d.

5 n.d.

5 n.d.

1.

2.

3.

4.

PAR T N AM E N o.1 G RE E N L IQ U ID

m g/kg

M D L = M ethodDetection L im it

m g/kg

Solu bleCadm iu m (Cd)

Solu bleChrom iu m (Cr)

(#):T heapplicant was inform ed that thetes t m ethodhadbeen repealed s inceJu ly 20,2013.It was
requ es ted to condu ct thetes t by theapplicant's as s ignm ent.

m g/kg= ppm ；0.1wt% = 1000ppm

n.d.= N ot Detected

MDL

W ith referenceto E N 71PAR T
3:1994(A1:2000/AC:2002)
(E N 71-3& B S 5665-3are
identical),analys is was
perform edby ICP-AE S.(#)

Method

Note：

m g/kg

m g/kgSolu bleArs enic(As )

Solu bleAntim ony (Sb)

Solu bleB ariu m (B a) m g/kg

Test Item(s)

Solu bleL ead(Pb)

Unit

Solu bleSeleniu m (Se)

m g/kg

m g/kg

m g/kg

Solu bleM ercu ry (H g)

Test Result(s)
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#PIC

** EndofReport **

* The tested sample / part is marked by an arrow if it's shown on the photo. *
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